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Sample Description: Sample(s) received is/are dtaide:

N il
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Color: [RE) Style No(s): /
Order No.: / PO No.: /
Age Grade: Child Product End Use: 17 BTy
Vendor: / Retest No.: /
Manufacturer: B 5% Supplier Reference: /
Buyer: / Country of Origin: r
Test Period: Feb 27, 2012 to Mar 02, 2012 Countiyestination: /
Fiber Content: #

Care Instruction: /

SAMPLE DESCRIPTION ASSIGNED BY LABORATORY

ITEM ITEM DESCRIPTION
1 Blue fabric
SUMMARY OF TEST RESULTS
TEST REQUESTED CONCLUSION REMARK
ALKYLPHENOLS/ALKYLPHENOL ETHOXYLATES PASS
(AP/APEO) TEST

Bureau Veritas Consumer Products Services
(Guangzhou) Co., Ltd

No. 183, Shinan Road, Meilin Plaza Block B,
Dongchong, Panyu, Guangzhou, Guangdong
Province, China 511453

Tel: (86) 20 2290 2088 Fax: (86) 20 3490 9303
Email: BVCPS_pyinfo@cn.bureauveritas.com
Website: cps.bureauveritas.com
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PREPARED BY : Caidi Peng APPROVED BY:
CHARLES WONG
ANALYTICAL LAB MANAGER
Z;Q%“L
JOEIE TSANG

REGIONAL LABORATORY DIRECTOR

REMARK
If there are questions or concerns on this report, please contact the following persons:

a) Technical enquiry (86) 20 22902088 - 392 (386)
analytical_TS.PY@cn.bureauveritas.com

b)  General enquiry (86) 20 22902088 — 378(322)/(215)
analytical_enquiry.PY@cn.bureauveritas.com

Bureau Veritas Consumer Products Services (Guangzhou) Co.,Ltd

Address: No.183, Shi Nan Road, Mei Lin Plaza Block B, Dong Chong, 511453
Pan Yu, Guangzhou, Guang Dong, China

Tel : (86)20-22902088 Fax : (86)20-22902098

Email: BVCPS_pyinfo@cn.bureauveritas.com

Website: www.bureauveritas.com/cps
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Photo of the Submitted Sample
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TEST RESULT
Alkylphenols/Alkylphenol Ethoxylates (AP/APEQO) Test
Test Method | For Textile or Leather:
Methanol extraction and analysis by
AP - Gas Chromatograph Mass Spectrometer (GC-MS)
APEO - Liquid Chromatograph Mass Spectrometer (LS}M
Test Method I For Plastics, Print, Paint or Ink:
Tetrahydrofuran/ Acetonitrile extraction and anaysy
AP - Gas Chromatograph Mass Spectrometer (GC-MS)
APEO - Liquid Chromatograph Mass Spectrometer (L&}M
o Each (OP & NP): 5 ppm
Clients Limit: | £ h (OPEOs & NPEOS): 100 ppm
Test Result .
Tested ltem(s) Method Detected Analyte(s) Conc.| Unit Conclusion
1 I ND ND ppm PASS
Note:
ND = Not detected “>" = More than Conc. = Concetibra
ppm = parts per million = mg/kg mg/kg = milligrgmer kilogram
Detection Limit (ppm): Each (OP & NP) 5; Each (GBE& NPEOSs) 30
Remark:
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The list of alkylphenols and alkylphenol ethoxgkis summarized in table of Appendix.
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APPENDIX
List of Alkylphenols:
No. | Name of Analytes CAS-No. No.| Name of Analytes CAS-No.
1 Octylphenol (OP) 27193-28-8 2 Nonylphenol (NP) 25154-52-3
List of Alkylphenol Ethoxylates:
No. | Name of Analytes CAS-No. No.| Name of Analytes CAS-No.
1 Octylphenolethoxylates (OPEOS) 9063-89r2 2 Nonylphenolethoxylates (NPEOS) 9016-45t9
END
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